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Technologies are sought that improve the durability, efficiency, and reliability of solid oxide systems. Of particular
interest are those technologies that address challenges common to both fuel cells fed by oxygen and hydrocarbon
fuels, and electrolyzers fed by carbon dioxide and/or water. Hydrocarbon fuels of interest include methane and
fuels generated by processing lunar and Mars soils. Primary solid oxide components and systems of interest are:A

¢ Solid oxide cell, stack, materials and system development for operation on direct methane in designs
scalable to 1 to 3 kW at maturity. Strong preference for high power density configurations.

¢ Cell and stack development capable of Mars atmosphere electrolysis should consider feasibility at 0.4 to 0.8
kg/hr O,; scalable to 2 to 3.5 kg/hr O, at maturity. CO, electrolysis or co-electrolysis designs must have
demonstrated capability of withstanding 15 psid in Phase | with pathway to up to 50 psid in Phase II.

Proposed technologies should demonstrate the following characteristics:A

¢ The developed systems are expected to operate as specified after at least 20 thermal cycles during Phase |
and greater than 70 thermal cycles for Phase Il. The heat up rate must be stated in the proposal.

¢ The developed systems are expected to operate as specified after at least 500 hours of steady state
operation on propellant-grade methane and oxygen with 2500 hours expected of a mature system. System
should startup dry but after reaching operating conditions an amount of water/H, consistent with what can
be obtained from anode recycle can be used. Amounts must be justified in the proposal.

¢ Minimal cooling required for power applications. Cooling in the final application will be provided by means of
conduction through the stack to a radiator exposed to space or other company proposed solution.

¢ Minimal power (heating plus electrolysis) required for CO, electrolysis applications.

e Demonstrate electrolysis of the following input gases: 100% CO,, Mars atmosphere mixture (95.7% CO,,
2.7% N,, 1.6% Ar), 100% water vapor, and 0.7 to 1.6:1 CO,:H,0 mass ratio. A final test using pure CO, of
500 hours (or stopping at 40% voltage degradation) is required. Description of technical path to achieve up
to 11,000 hrs for human missions is requested.A
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